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Contact person Charles Grech

Address Solidbase Laboratory Ltd., Tal-Handaq Industrial Estate, N/S in Handaq 

Telephone +356 21492807/8

Fax +356 21492810

Email info@solidbasemalta.com

Website www.solidbasemalta.com

ACCREDITATION INFORMATION - TESTING LABORATORY

Accreditation No. 008

Accredited according to ISO/IEC 17025:2005MSA EN

Accreditation Scope No. S008/2

TESTING LABORATORY

Laboratory Locations

Address

Solidbase Laboratory Ltd., Tal-Handaq 
Industrial Estate, N/S in Handaq Road, 
Qormi QRM 4000, Malta

Location 
CodeActivityLocation Details

Site activities performed away from the locations listed above

Location 
Code

ActivityLocation Details

Location indicated by Customer Sampling

Testing of Construction Products A

B

Date of issue of this Scope Monday, July 26, 2010

Accreditation Certificate No. 008/2
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ATG04 Material/ Product/ Matrix 
Tested/ Calibrated

Type of test/ 
calibration and/or  

property measured, 
range of measurment

Standard 
Specifications/ In-
House Methods/ 

Equipment/ Techniques

Loc. 
code
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Material Testing for Construction

201 Asphalt Binder Content of 
bituminous mixtures 
Clause B1.5

MSA EN 12697-1:2005 A

711.71 Asphalt Sampling of bituminous 
mixtures by coring

MSA EN 12697-27:2001 B

711.71 Asphalt Sampling of bituminous 
mixtures from around 
augers of paver

MSA EN 12697-27:2001 B

711.71 Asphalt Sample Preparation of 
bituminous mixtures

MSA EN 12697-28:2001 B

201 Asphalt Plug Making MSA EN 12697-30:2004 A

201 Asphalt Maximum Theoretical 
Density

MSA EN 12697-5:2004 A

201 Asphalt Bulk Density using 
procedures A, B and D

MSA EN 12697-6:2003 A

711.71 Fresh/ Hardened Concrete Sampling of fresh 
concrete

MSA EN 12350-1:2009 B

201 Fresh/ Hardened Concrete Slump testing of fresh 
concrete

MSA EN 12350-2:2009 A

National Accreditation Board  - Malta (NAB - MALTA)  
2nd Floor Evans Buildings, Merchants Street, Valletta VLT1179 Malta 
Tel No. (+356) 21242420; (+356) 21255548    Fax No. (+356) 21242406  
Web: www.nabmalta.org.mt - Email:info@nabmalta.org.mt 



Scope of Accreditation
Solidbase Laboratory Ltd.

008

ATG04 Material/ Product/ Matrix 
Tested/ Calibrated

Type of test/ 
calibration and/or  

property measured, 
range of measurment

Standard 
Specifications/ In-
House Methods/ 

Equipment/ Techniques

Loc. 
code

Page 3 of 3SCOPE OF ACCREDITATION

201 Fresh/ Hardened Concrete Making and curing 
concrete cubes

MSA EN 12390-2:2009 A

201 Fresh/ Hardened Concrete Compressive strength 
testing of concrete 
cubes

MSA EN 12390-3:2002 A

201 Fresh/ Hardened Concrete Determination of 
density of concrete 
cubes

MSA EN 12390-7:2009 A

201 Fresh/ Hardened Concrete Testing concrete in 
structures

MSA EN 12504-1:2009 A

This scope of accreditation may be revised from time to time by NAB-MALTA. To obtain an up-to-
date scope contact NAB-MALTA on +356 21255548 (                                       ).
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